
Bullion Receipt Journal, March 1813 

Transcription (selected entries): 

Received from the Melter in Dollar Silver Bars forty-[two] Drafts being four 

thousand five hundred & twelve pounds two pence — Henry Wm. Atkinson 

[signed] 

 

March 1813. 

Received from the Melter in Dollar Silver Bars forty-eight Drafts being four 

thousand nine hundred & seventy-six pounds three [shillings] — Henry 

Wm. Atkinson 

 

Received from the Company of Moneyers in Dollar Silver [Inspected], 

Sixteen hundred pounds weight — Jas. Wm. Morrison 

 

From the States of Jersey by Messrs. De Lisle &c., 3 Parcels of Silver 

Dollars, viz:  

No. 1 … 83.3.—  

No. 2 … 83.3.—  

No. 3 … 25.7.10  

No. 1 Dollar Standard No. 192.3.10 

Received to Melt… in Silver Dollars — 192.3.10 

 

Received from the Company of Moneyers in Dollar Silver [Inspected], 

Fourteen hundred pounds weight — Jas. Wm. Morrison 

Received from the Melter in Dollar Silver Bars Sixteen [Drafts] being 

Sixteen hundred & fifty-seven pounds five [shillings] — Henry Wm. 

Morrison 



Received from the Company of Moneyers in Dollar Silver [Inspected], 

Nineteen hundred & fifty pounds weight — Jas. Wm. Morrison 

Commentary: This is the working receipt journal of the Mint's melting 

department. "Henry Wm. Atkinson" was the Melter, receiving raw silver bars 

and issuing receipts. "Jas. Wm. Morrison" signed for the Company of 

Moneyers — the private contractors who actually struck the coins. The 

Jersey bullion arriving as Silver Dollars (Spanish 8-reales) weighed 192 

lbs 3oz 10dwt, confirming the figures seen in the monthly accounts. The 

careful documentation of every parcel reflects the Mint's rigorous 

accountability for precious metals. 

 


